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(Ne): 20131C00402

Entrusted by Nanjing Xuhua Sundi New Building Materials

Co.Ltd
Sample Name: Wood-plastic compasite flooring
Test Type: Entrustment test
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tional Research Center of Testing
M ﬂ chniques for Building Materials

Test Report

\2012000586E

No: 20131C00402 Page 1 of 2
Sample name | Wood-plastic composite flooring Test type Emr"ltf;:"em
Entrusted by | 108 :’é:"t‘: LA RN e Hrand
Maiatactinss 2?%_23 Xuhua Sundi Building Materials ﬂgss:ﬂgffn“ TI;: ii[;‘:h
Date of reception | Mar.6th.2013 Sample No.

lﬂif]““‘i Feb.21th.2013 - Batch No.

Model /Size | 500mm *150mm»=30mm Qlégl:.:;.} Eﬂf 20pieces
Shan daﬂ" meth | 5T 24508-2000 Wood-plastic composite flooring

Test items

1.Size change rate of water absorption
2.Bending load

3.Falling ball impact in room temperature
4. Resistance to freeze-thaw

5.Cool-heat cycling test

6.Density

7.Surface abrasion

8.Determination of water absorption
9.5ize:change degree after calefaction
10.Falling ball impact in low temperature
11.Formaldehyde emission

12.Rate of creep recovery

Test conclusion

*The sample(s) tested complies with the rm;el'ﬁe}l f}n:ﬁf' ).
24508-2009.* o

Issued date :

Remarks: (Blank)

Approved by:

— - Verified by: z Cumpiledh}f:x /\
W
A 2",

Address: No.l Gu'a:mhuang Dongli,Chaoyang District, Beijing (100024) TEL: 65728538
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National Research Center of Testing
Techniques for Building Materials

Test Report

Neo: 20131C00402 Page 2 of 2
: Requirements of Individual
No. Test items sinadard Test results Sonchiglod
Longitudinal direction < 0.3% 0.04% Pass
Size chan
1 126 change IS OF | e vise direction < 0:4% 0.16% Pass
water absorption
Thickness direction < (1.53% 0.11% Pass
. Public places # 2500N
Bending load ] 6744N P
2 ) Non - public places > 1800N ¥
3 Falling ball impact in The diameter of the pit Gk Pass
room temperature < 12mm
Resistance to Retention rate of bending load "
4 freeze-thaw > 80% 20 i
Cool-hea ﬂppeﬂa:anc No huhﬂamcmﬁks No bubbles.cracks Pass
L t eycling - _ |
test el < 0.5mm 0.35mm 't Pass
nal change -
6 Density >0.85g/cm’ 1.30g/em’ Pass
1) Surface abrasion < 0.15g/100r 0.09g/100r Pass
Determination of Foaming < 10.0% J
E water absorption Non-foaming < 3.0% Lo w:
-0.3%
‘ Prout /Back’ ou| e 08y, | 7 TrORE-RAce Pass
9 Size change degree Back -0.3%
after calefaction Difference in the < 0.5% 0.07% Past
rate of change
Falling ball impact in
10 | -10°C, No crake -10°C, No crake Pass
ow temperature
Formaldehyde E¢ < 0.5mg/L
< (.
1 emission E; < 1.5mg/L O:hmgL Prss
12 Bal preices # 75% 85% Pass
recovery

Remarks: (Blank)

Address: No.l Guanzhuang Dongli,Chaoyang District, Beijing (100024 ) TEL: 65728538
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Notice

1, AfEEhL “RR TR MR,

This test report is invalid without the seal.

2. AMEE “WH. WH. 6" EFER.

This test report is invalid without the signatures of the related persons.

3. K. MAaHEETH.
This test report is invalid if erased, altered or copied partially.

4, MEREEFFL NTEIHRGZBE+LAAREPOEDE, G AEE,
Any doubt should inform us within 15 days after receiving the test report,

5. BERBEMAELEEHRTARSE, FOANHILHEAT, FHARSR
{0 R T .

The commissioned testing samples and commission information are provided by the
applicant . The results shown in the test report refer only to the sample(s) tested unless
atherwise stated. Identifving authenticity of the supplied samples and information is

out of our responsibility.

6. AMEFAPIHLET, HEENHHMREL, SR THmAMRS V%S,
HEAFTEXR.

This test report is printed on anti-counterfeiting paper. Its copy should have grid
shading. The numbers on the back of the data sheet are random numbers not related

with the report.

AAOERR T

Hullk (Address): JERMHBXTERE 15
No.l Guanzhuang Dongli,Chaoyang District, Beijing 100024, E.R. China. gt

B4 (Post Code): 100024

HiE (Tel): (86-10) 65728538 51167681 /7983 / 7984

£ (Fax): (86-10) 65715991

HEIOLEH: Tel: (86-10) 51167679 Fax: (86-10) 65764684

Fhk (Web): http://www.chmte.com www.chinabmnet.com  www.ctc.ac.en

L FHE4E (E-mail): baogao@cte.ac.cn
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